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Test Result
Screening Test for Total Pl Anglysis
Sanple Maximum
Testjtern 1 2 3 4 Permissibla Limil
Total Lead content (% ww)  (.0046 <(.0010 0.0056 0.0038 0.06
Sample Maximum
Test item 5 6 1 8 3 Peanissible Limit
Total Lead content (% wiw)  0.0011  0.0247 <0.00}0  «0.06it  0.0030 0.06
: Note | < denoies less than
Note2 1 % wiw denotes percentuge by weight
Note3 : Sample ! = Silver metal juwnp ring
Sample 2 = Silver metal split ring
Sample 3 = Silver metal corrugated bead
-

- Sample 4 = Silver metal Spring ring

= Sample 5 = Silver metal earpost

Sample 6 = Silver meta alloy lobster clasp (square shape)
Sample 7 = Silver metal of pin of iron braoch pin

Sample 8§ «~ Silver metal iron broock pin

Sample 9 = Copper metal brass uye pin  ¥e*

*EEEE End of Report ¥#¥¥+
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